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SERVICES & APPLICATION

NON�DESTRUCTIVE
TESTING �NDT�

Services Application  
Radiographic i nspection   
X-ray to 300 kV 
Selenium 75 
Iridium 192 
Cobalt 60 
On-site development and film 
interpretation  

Weld examination  
Forgings and castings 
Tanks, vessels, pipe and pressure 
Periodic assessment surveys  
Boiler inspections 
On-stream wall thickness measurements 

Ultrasonic inspection  
Pulse-echo (UT) 
Wall Thickness Measurements (UTwtm) 
Corrosion mapping 
 
 

Weld examination  
Forgings and castings 
Materials t esting 
Periodic assessment surveys 
Fit for purpose  
Tanks, vessels, pipe and pressure parts 
Boiler inspections 

Magnetic particle i nspection  
Surface inspection 
Demagnetisation  
 

Black / white (color contrast)  
Fluorescent particle  
Weld edge preparation inspection  
Periodic assessment surveys 
Large quantities, small  parts 
Lengths up 15 meters 

Penetrant inspections  
Surface Inspection 
 
 
 

Contrast color (red / white)  
Fluorescent 
Weld edge preparation inspection  
Periodic assessment surveys 
Large quantities, small parts  

Visual inspection  
 
NDT project  coordination  

Project coordination  
Level 3 project management onsite  
Project  consultancy 
Hardness measurement  
 
Equipment ��
Service vehicle (incl. development 
machine) 
Mobile darkroom 
Various magnet bench units up to 6 kA 
Advanced penetrant system 
Tank crawler  
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